
Multiple Choice Quiz: Section 4.1: Introduction 

_______          168.    What would be the typical thickness of a 100-ply Graphite/epoxy laminate in an aerospace 
application? 

A 0.5 in 

B 0.05 in 

C 5 in 

D 0.005 in 

 


